
 

Certified Metal Analysis Sheet 
BRASS INGOT 

 ALLOY:  CDA 92200 

************************************************************ 

CONTENT MINIMUM MAXIMUM 

Copper 86.00 90.00 

Tin 5.50 6.50 

Lead 1.00 2.00 

Zinc 3.00 5.00 

Iron 0.00 0.25 

Nickel 0.00 1.00 

Antimony 0.00 0.25 

Aluminum 0.000 0.005 

Manganese   

Silicon 0.000 0.005 

Phosphorus 0.00 0.05 

Sulfur 0.00 0.05 

************************************************************ 
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